HALL B
SESSION A:
SPECTROSCOPY OF CONDENSED MATTER AND NANO- MATERIALS 
November 9, 2010  (Tuesday)
Chairperson: Prof. Luc Huy Hoang (HUE, VN),  Prof. Tran Hong Nhung (IOP, VAST)

 (A-21)

13: 30 – 13: 45
Investigating antibacterial performance of TiO2 photocatalytic thin film by UVA light.
Vu T. Hanh Thu, Nguyen Quang Khai, Le Phuc Quy, Nguyen Thanh Tam, Tran Minh Hai
University of Science -VNU HCM

(A-22)

13: 45 – 14: 00
Raman and photofluorescence spectra of silicon nanowires synthesized by vapour phase transport method

Chu Tuan Anh, N. T. Thu Trang, Tran Thanh Thuy, Vu Binh Nam, Pham Thanh Huy and Pham Hong Duong
IMS, VAST
 (A-23)

14: 00 – 14: 15
Fabricated ZnO:Cu Thin Films by the Sol-Gel Method

Dang Vinh Quang, Tran Tuan, Dinh Son Thach, Phan Bach Thang
SocTrang Teachers’ Training College
(A-24)  
14: 15 – 14: 30        
Preparation of Graphene Films by Chemical Method- A Rapid and Efficient Technology

Tran Quang Trung, Huynh Tran My Hoa, Nguyen Nang Dinh

University of Science -VNU HCM

 (A-25)

14: 30 – 14: 45
Influence of HF concentration in the electro-chemical etching solution on the photoluminescence of porous silicon

Dao Tran Cao,  Cao Tuan Anh,  Luong Truc Quynh Ngan, Pham T. Lien

IMS, VAST


 (A-26)

14: 45 – 15: 00
PREPARATION BaMgAl10O17:Eu2+ PHOSPHOR BY COMBUSTION METHOD 

Nguyen Manh Son, Nguyen Ngoc Trac, Ho Van Tuyen, Le Xuan Hung

College of Sciences, Hue University 

(A27)

15: 00 – 15: 15
inverstigation of the growth of SnO2 nanoparticules in glassy silica matrix synthesized by sol-gel method
Le Van Hieu, Bui Thanh Si, Tran T. Thanh Van, Lam Quang Vinh, N. Duc Hao, Pham Thuy Bich Tuyen

University of Science, VNU-HCM.


15: 15 – 15: 30
Coffee break

Chairperson: Prof. Nguyen Manh Son (Hue Uni., VN), 

Prof. Pham Thu Nga (IMS.VAST)

 (A-28)

15:30 - 15: 45
Simulation of 3D graph of TL material MgB4O7:Dy

Truong Quang Nghia 

VNU-HCM

(A-29)

15: 45 – 16: 00
Structural, optical and electrical characterizations of Al-doped CuInS2 thin films grown by spray pyrolysis method

T. T. Thai, P. P. Hung, L. T. L. Anh, N. D. Hieu, N. T. T. Nga, V. T. T Tuyen, V. T. Bich  and V. T. Son.  
QuyNhon University 

(A-30)

16: 00 – 16: 15
Research manufacturing and investigation on optical properties of Eu3+ doped B2O3-TeO2-ZnO-Na2O glasses

Tran Thi Hong, Phan Van Do, Vu Phi Tuyen,  Nguyen Trong Thanh, Vu Xuan Quang, Phan Tien Dung 

Danang University of Education.
 (A-31)

16: 15 – 16: 30
SYNTHESIS OF STRONTIUM ALUMINATES CO-DOPED WITH Cr3+, Eu2+ AND Dy3+ RED PHOSPHORESCENCE BY COMBUSTION METHOD

Nguyen Thi Minh Phuong and Le Thi Thao Vien

Faculty of Physics, QuyNhon University

 (A-32)

16: 30 – 16: 45
SYNTHESIS AND OPTICAL PROPERTIES OF THIOGLYCOL-CAPPED CdSe QUANTUMDOTS EMBEDDED IN TiO2 THIN FILM FOR SOLAR CELL APPLICATIONS
 
Ha Thanh Tung , Huynh Chi Cuong, Lam Quang Vinh,  Nguyen Thai Hoang, Huynh Thanh

Faculty of Physcis, DongThap University 

 (A-33)

16: 45 – 17: 00
Optical detection of the pesticide by functionalized CdSe/ZnS quantum dots as fluorescence-based biosensor

Vu Duc Chinh, Pham Thu Nga et...

IMS, VAST
 (A-34)

17: 00 – 17: 15
The impact of in dopant concentration, n and temperrature subtrate on the electrical and optical properties of p type thin film ZnO:(In, N) by the sputtering magnetron dc method

Ho Van Binh, Duong Anh Quang, Le Vu Tuan Hung et...

University of Natural Science, VNU-HCM
              (A-35)
17: 15 – 17: 30
Visible light photocatalystic activity of vanadium doped TiO2 nanocrystals prepared by sol-gel citrate method

Nguyen Minh Thuy, Le Thi Hong Hai , Bui Thi Hau and Pham Minh Duc
Department of Physics, HNUE

18:00


Conference Party  
                                 (KIM LIEN Hotel)
HALL B

SESSION A:

SPECTROSCOPY OF CONDENSED MATTER AND NANO- MATERIALS 
November 10, 2010  (Wenesday)
Chairperson: Prof. Nguyen Ngoc Long (VNU Hanoi), Prof. Le Van Hieu (VNU HCM)


(A-36)

08:30 - 08:45
Microluminescence investigation of charge and spin transport

I. Favorskiy; Duong Vu; A. C. H. Rowe, D. Paget

IOP, VAST


(A-37)

08:45 - 09:00
Population distribution of vibrational levels in the 31Пstate of NaLi 

Nguyen Tien Dung, Le Canh Trung, Doan Hoai Son, Dinh Xuan Khoa and Nguyen Huy Bang

Faculty of Technology, Vinh University


(A-38)

09:00 - 09:15
INVESTIGATING INFLUENCE OF DOPED POTASSIUM CHLORIDE (KCl) AND SUNSET YELLOW ORGANIC DYE (C16H10N2O7S7Na2) ON THE GROWTH OF KDP
Phan Trung Vinh, Ho Khac Ngu Binh, Le Thi Quynh Anh, Le Tran

University of Natural Science, VNU-HCM.

            (A-39)
09: 15 – 09:30
Research and fabrication transparent conducting oxide vanadium doped ZnO thin films by co-sputtering method

Phung Nguyen Thai Hang, Duong Thi Kim Tron, Nguyen Pham Quoc Duy, Ho Van Binh, Le Vu Tuan Hung

TayNguyen University &  University of Natural Science, VNU-HCM 

(A-40)

09: 30 – 09: 45 
Synthesis TiO2 nanostructure material by sol gel method

Pham Van Viet, Le Van Hieu, Nguyen Si Hoai Vu, Le Chinh Tam

University of Natural Science, VNU-HCM 

 (A-41)
09: 45 – 10: 00
ZnS Nanospheres: Fabrication and Optical Characterizations

Dinh Son Thach, Bui Tan Phuc, Trinh Dung Chinh

Faculty of Physics & Engineering Physics, VNU-HCM
 (A-42)

10: 00 – 10: 15
Influence of reaction temperature on optical properties of colloidal CdSe tetrapods prepared in octadecene

Le Ba Hai, Nguyen Xuan Nghia, Kieu Ngoc Minh
LeQuyDon High School, NhaTrang
10: 15 -10: 30
Coffee break 

Chairperson: Prof. Duong Ai Phuong (VNU HoChiMinh), Prof. Nguyen Van Minh (HUE)

 (A-43)

10: 30 – 10: 45
The Effect of Hydrogen Dilution to Crystalline Structure and Electrical Conduction of  P-doped Si:H Thin Films

Tran Quang Trung, Pham Hoai Phuong, Huynh Xuan Nguyen, Nguyen Nang Dinh

University of Natural Science,VNU-HCM
(A -44)

10: 45 – 11: 00
Prepareration of uniform silicon nanoparticles by electrochemistry method and chemical etching

Tran Quang Trung, N. Manh Cuong, Duong Van Long, Tong Duc Tai

University of Natural Science,VNU-HCM

              (A -45)
11: 00 – 11: 15
Effects of Surface States on Electrical Properties of Cr-doped SrTiO3 thin films

Bach Thang Phan and  Jaichan Lee

Faculty of Materials Science, University of Natural Science, VNU-HCM.


              (A-46)
11: 15 – 11: 30
STRUCTURE AND ELECTROCHROMIC OF VANADIUM PENTOXIDE THINFILMS PREPARED BY MAGNETRON DC SPUTTERING AT ROOM TEMPERATURE

Le Van Hieu, Tran Tuan, Nguyen Duc Hao, Huynh Nguyen Thanh Luan, Hoang Luong Cuong, Tran Quang Hien
University of Natural Science, VNU-HCM 

              (A-47)
11: 30 – 11: 45
Synthesis and optical properties of MPTMS-capped CdS quantum dots thin film for Biosensor applications

Huynh Chi Cuong, HaThanh Tung, Huynh Nguyen Thanh Luan, Lam Quang Vinh, Huynh Thanh Dat

University of Natural Science, VNU-HCM 

 (A-48)

11: 45 – 12: 00
SYNTHESIS AND CHARACTERIZATION OF NANOPARTICLES g-Fe2O3 IN SILICA MATRIX BY SOL-GEL METHOD

Le Nguyen Bao Thu , Lam Quang Vinh, Huynh Thanh Dat
University of Science, VNU-HCM

(A-49)

12: 00 – 12: 15
Photoluminescent emission properties of CdSe/CdS quantum dots synthesized directly in aqueous solution 

Vu Thi Kim Lien, Chu Viet Ha, Tran Hong Nhung
ThaiNguyen Univertisy of Education
12: 15 – 13: 30

Lunch Buffet
Chairperson: Prof. Vu Thi Kim Lien (Thai Nguyen Uni.,), Prof. Tran Tuan (VNU HCM)

              (A-50)
13: 30 – 13: 45
SYNTHESIS OF HEAT RESITANCE ZnO/PMMA NANOCOMPOSITE FILM BY A SONOCHEMISTRY

Mai Van Tuan, Luc Huy Hoang, Nguyen Hoang Hai
HNUE
 (A-51)

13: 45 – 14: 00             
Photoluminescence study of SiO2/SiC nanorods, synthesized by carbothermal reduction at high temperature

Huynh Thi Ha , Cao Tuan Anh, Dao Tran Cao, Luong Truc Quynh Ngan, Le Quang Huy, Luu Tien Hung, Takamichi Miyazaki

IMS, VAST
             (A-52)


14: 00 – 14: 15
Survey phenomenon chromosomal of oxygen vacant tungsten oxide film by analytical method X-ray photoelectron spectroscopy XPS

Le Van Ngoc, Tran Quang anh Nguyet, N. Duc Thinh, Huynh Thanh Dat, Tran Tuan, Duong Ai Phuong.
University of Science, VNU-HCM.

             (A-53)

14: 15 – 14: 30
Effect of temperature on the luminescence properties of tetrapod-shaped CdSe/CdS nanostructures  


Nguyen T. Luyen, N. Xuan Nghia, Pham Thu Nga, Nguyen T. Thuy Lieu
College of Sciences, Thai Nguyen 

             (A-54)

14: 30 – 14: 45
Optical properties of YVO4:Er3+ nanomaterials


Nguyen Vu, Dinh Xuan Loc, Tran Thi Kim Chi, Tran Kim Anh, and Ngac An Bang
Institute of Materials Science, VAST
             (A-55)

14: 45 – 15: 00
Synthesis, structural refinement and optical behavior of high luminescent red NUV phosphors Ca1-xEuxTiO3 and Ca1-yPryTiO3


Le Viet Phuong, Nguyen Duc Chien, Duong Ngoc Huyen, Do Phuc Hai
Institute of Engineering Physics, HUST
  (A-56)
15: 00 – 15: 15
studying aND FABRICATING TRANSPARENT ELECTRODE MULTILAYER FILMS BY DC MAGETRON SPUTTERING

Le Hoang Nam. Le Tran
University of Science, VNU-HCM.

15: 15 – 15: 30
Coffee Break

15: 30- 17:30
poster I  

                                (Hall B)
Chairperson: Prof. Pham Van Ben (VNU, Hanoi), Prof. Tran Minh Thi (HUE, Hanoi); Dr. Nguyen Thanh Binh (IOP,VAST); Dr. Phan Tien Dung (IMS, VAST); Dr. Dang Xuan Cu (Nacentech), Dr. Nguyen Huy Bang (Vinh Uni.,) Dr. le Vu Tuan Hung (VNU HCM),  

POSTER I
P1-01. 
Effects Alq3/LiF Layers incorporated in OLED’s Structures on the Enhancement of Current- Voltage (I-V) Characteristics
Thinh Truong Van , Cuong Nguyen Kien , Chung Do Ngoc , Dinh Nguyen Nang 

Faculty of Engineering physics and Nano technology, Coltech-Hanoi
P1-02. 
Fabrication and properties of wear resistance coatings (Al2O3 – TiO2) on metal substrate using plasma spraying gun
Tran Quang Trung,  Dang Thanh Cong, Nguyen Thi Anh Tho
VNU-HCM
P1-03. 
Simulation interaction of ion beam and amorphous Material target by dynamics monte carlo method.
Vo Thi Ngoc Thuy, Le Son Hai, Le Vu Tuan Hung 

VNU-HCM
P1-04. 
Optical Properties of Nano-Spherical Gold doped Dye solution Hybrid

Do Quang Hoa, Nghiem Thi Ha Lien, Chu Viet Ha, Tran Hong Nhung, Pham Long 

IOP, VAST
P1-05. 
ZnO/CdS BILAYER USED FOR ELECTRODES IN PHOTOVOLTAIC DEVICES  

Dang Tran Chien, Pham Duy Long, Pham Van Hoi,  and  Nguyen Huu Lam

HUNRE
P1-06. 
Studying photocatalylic activity of anatase TiO2 doped N by Ab initio calculations

Pham Thi Thu Huong, Dinh Son Thach

Faculty of Electronics, VNU-HCM
P1-07. 
Simulating relationship between external electric field and macroscopic polarization density of medium

Phan Trung Vinh, Nguyen Thanh Lam, Tran Thi Thanh Thuy, Le Thi Quynh Anh
VNU-HCM
P1-08. 
Relation between a structure, morphology and visible light photocatalytic activity of vanadium doped TiO2 nanocrystals prepared by hydrothermal method

Bui Thi Hau, Nguyen Minh Thuy , Do Thi Sam and Le Thi Hong Hai

DienBien College of Education.
P1-09. 
Effect of nanoscale palladium islands loaded onto SnO2 thin films for sensitive ethanol gas sensing

Tu Ngoc Han, Le Khac Binh, Tran Thao Trang, Le Thi Nhu Quynh

Faculty Materials Science, VNU-HCM
P1-10. 
RESISTANCE SWITCHING OF ZnO THIN FILM 

Kim Ngoc Pham, Van Thuy Dao, Van Hung Phung , Duc Hoang Tran, Thi Kieu Hanh Ta, Van Hieu Le, Tuan Tran and  Bach Thang Phan
University of Science, VNU HCM

P1-11. 
Molecule-Based Magnets Prussian blue KxVy[Cr(CN)6]z. nH2O: Synthesis and characterization

Phung Kim Phu, Le Van Hong and Nguyen Van Minh

Center for Nanoscience and Technology,VNU- HN
P1-12. 
Optical properties and photoluminescence decays in “giant” shell CdSe quantum dots

Vu Thi Hong Hanh, Vu Duc Chinh, Le Van Quynh, Nguyen Nhu Dat, Pham Thu Nga

IMS, VAST
P1-13. 
PREPARATION AND STUDY SOME PROPERTIES OF ZnS, ZnS:Mn POWDER AND NANOSTRUCTURED ZnS:Mn THIN FILM

N.M.Thuy, V.T.Huong, N.T.V.Anh, L.T.H.Hai, D.T.Sam

Department of Physics, HNUE
P1-14. 
PREPARATION AND STUDY THE OPTICAL PROPERTY OF ZnS:Cu POWDER SYNTHESIZED BY HYDROTHERMAL METHOD

N.T.V.Anh, N.M.Thuy, L.T.H.Hai, V.V.Thoan, Tran Minh Thi
Department of Physics, HNUE
P1-15. 
Energy transfer between dye molecules in ORMOSIL materials 

Vu Thi Thuy Duong, Nghiem Thi Ha Lien, Nguyen Thi Van, Do Quang Hoa and Tran Hong Nhung 
IOP, VAST
P1-16. 
Capping, biodistribution and toxicity studies of gold nanoparticles in mouce

 Nghiem Thi Ha Lien, Nguyen Thi Tuyen, Nguyen Thi My Nhung, Vu Thi Thuy Duong, Vu Duong,  Nguyen Thi Quy, Do Quang Hoa and Tran Hong Nhung

HUS-HN
P1-17. 
Synthesis, functionalisation and bioapplication of dye doped silica /ORMOSIL nanoparticles

Pham Minh Tan, Nguyen Thi Van, Vu Thi Thuy Duong,  Tran Thanh Thuy, Chu Viet Ha, Nghiem Thi Ha Lien, Tong Kim Thuan and Tran Hong Nhung
IOP, VAST

P1-18. 
Synthesizing Cu, N co-doped ZnO films by rf magnetron sputtering

Ta Thi Kieu Hanh, Tran Cao Vinh, Nguyen Huu Truong, Pham Duy Phong, Bui Tan Phuc

University of Science, VNU HCM

P1-19.
PREPARATION OF SrTi1-xNixO3 THIN FILMS AND INVESTIGATION OF THEIR STRUCTURAL, OPTICAL AND ELECTROMAGNETIC PROPERTIES

Doan Thi Thuy Phuong, Le Van Hong and Nguyen Van Minh

HNUE
P1-20.
Microcrystalline Silicon thin films prepared by rf magnetron sputtering 

Pham Duy Phong, Tran Cao Vinh , Nguyen Huu Ke, Ta Thi Kieu Hanh, Hoang Van Dung

 University of Science, VNU HCM
P1-21.  Synthesize and research Fe3O4 & Au composite nanoparticles, potentially applications in biomedicine.

Truong Thuy Kieu, Tran Hoang Hai, Phan Quang Vinh, Le Khanh Vinh, Le Hong Phuc, Bui Duc Long and Nguyen Quan Hien

IOP-HCM. VAST
P1-22.  Structure and optical property of Ba1-XSr-xTiO3
Nguyen Van Minh and Pham Xuan Huu
AffiliationCenter for Nano science and Technology, HNUE
P1-23.  Properties of (x)COFe2O4-(1-x)PbTiO3 Multiferroic Composites
Nguyen Van Minh and Le Thi Mai Oanh
HNUE

P1-24.  Simulation the sputtering of atomics from target under ion bombarment by molecular dynamic monte varlo method
Le Son Hai, Vo Thi Ngoc Thuy, Le Vu Tuan Hung
UNS-HCM
P1-25.  MÔ PHỎNG ĐƯỜNG NHIỆT PHÁT QUANG THEO CÁC MÔ HÌNH KHÁC NHAU KHI  THAY ĐỔI TỐC ĐỘ GIA NHIỆT. 
Vinh Hao, Huynh Ky Hanh, Nguyen Tri Tue, Tran Van Dung
NhaTrang ITRA
P1-26.  Determination of Molecular Constants for the 31Пstate of NaLi 
Nguyen Tien Dung, Dinh Xuan Khoa, Le Canh Trung and Nguyen Huy Bang
Vinh University

P1-27.  Synthesis and Investigation of nanomaterial N- doped TiO2
Do Thi Nga, Nguyen Van Minh
HNUE

P1-28.  KINETIC MONTE CARLO SIMULATION OF THE GROWTH OF THIN FILM WITH PEROVSKITE-TYPE STRUCTURES
Pham Thanh Tam, Le Vu Tuan Hung
University of Natural Science HCM
P1-29.
Preparation and characterization of Cu2SnS3 nanocrystalline thin films 
Nga N.T,  Hung P.P, Thai T. T, Hieu N. D and Son V. T
Institute of Engeering Physics, HUST
P1-30. 
Deposition of SnO2 and SnO2:F thin films by pneumatic sprayer deposition and study their optical and electrical properties
Pham Van Vinh, Nguyen Van Hung, Nguyen Thi Dung
HNUE

P1-31.
THE EFFECT OF COMBUSTION CONDITIONS ON STRUCTURE AND PHOSPHORESCENT PROPERTIES OF CaAl2O4: Eu2+, Nd3+ PHOSPHOR
Nguyen Ngoc Trac, Nguyen Manh Son, Le Xuan Hung, Ho Van Tuyen 
College of Sciences, Hue University
P1-32.  SYNTHESIS AND STUDY OF  LONG AFTERGLOW PHOSPHOR Sr4Al14O25: Eu2+, Dy3+ 
Nguyen Manh Son, Nguyen Thi Duyen
College of Sciences, Hue University
P1-33. 
Investigation of  parameters influencing on A2B6 quantum dots synthesized in water
Khong Cat Cuong, Trinh Duc Thien, Pham Van Vinh, Pham Thu Nga, Nguyen Van Hung
Faculty of Physics, HNUE

P1-34. SYNTHESIS AND CHARACTERIZATION OF ZnS:Co NANOPARTICLES PREPARED BY CO-PRECIPITATE METHOD
Le Minh Tung, Le Thanh Tai, Le Thi Kim Hoang, Nguyen Tri Tai
TienGiang University

P1-35.
Structural and optical properites of ZnO films grown on R-sapphire substractes

Nguyen Thanh Binh, Vu Thi Bich, Dinh Van Trung, Nguyen Thi Thanh Bao, Phung Viet Tiep, Dao Duy Thang, Nguyen Dinh Hoang. 

IOP, VAST

P1-36.
Characterities of iron-based oxide nanoparticles synthesized by reverse micelles
Pham Van Thang, Luu T. Lan Anh, N. Ngoc Trung, Van Dinh Son Tho, Vo Thach Son
HUST
P1-37. 
Studies luminescence of Mn2+ in the hosts and the influence of Ce3+ in the intensity luminescence of Mn2+
Le Van Thanh Son, Nguyen Van Cuong, Đang Thi Le Hang , Huynh Thi Anh Nguyet, Nguyen Thanh Nhan, Nguyen Thi Dien, Le Thi Thanh Thuong
DaNang University
P1-38. 
Structural, morphological and optical properties of ultrasonic spray-pyrolysed Cu2ZnSnS4  thin  films
Hung P.P, Thai T. T, Hieu N. D, Trung N.N, Son V. T and Nga N.T
Institute of Engeering Physic, HUT

P1-39. 
The optical properties of thin films containing polyvinyl pyrrolidon polymer (PVP) and Mn-doped ZnS nanocrystalline synthesized by chemical method
Tran Minh Thi,  Nguyen Thi Hien,  Vu Quoc Trung, Bui Hong Van, Pham Van Ben
Faculty of Physics, HNUE

P1-40. 
Photoluminescence properties of Zn1-x CoxO powders  prepared by hydrothermal method 
Ngo Thanh Dung, Nguyen Thi Thuc Hien, Tran Ngoc Dat, Ngo Xuan Dai
Faculty of Physics, HUS

P1-41. 
Optical properties of type-II CdS/ZnSe core/shell nanostructures
Nguyen Xuan Ca, Nguyen Xuan Nghia, Kieu Ngoc Minh
ThaiNguyen University
P1-42. 
Monitoring on structure of annealed natural Zircon VietNam by thermoluminescence studies
Nguyen Trong Thanh, Seng Thong, Phan Tien Dung, Vu Thi Thai Ha, Vu Phi Tuyen, Vu Xuan Quang 
IMS, VAST
P1-43. 
Investigation syneRgiStic effect of photon and intense laser radiation on structural properties of Carbon Nanotubes
Nguyen Dinh Hoang, Nguyen Thi Thanh Bao, Dinh Van Trung, Nguyen Xuan Nghia, Phung Viet Tiep, Dao Duy Thang, Nguyen Thanh Binh, Vu Thi Bich et al.
IOP, VAST.
P1-44. 
Study of synthesis nanopowders ZnS:Cu by co-precipitation method and investigation their photoluminescence
Bui Hong Van, Nguyen Thi Thom, Pham Van Ben, Hoang Nam Nhat, Tran Minh Thi 
Ha Noi University of Science, Viet Nam National University, Ha Noi
P1-45. 
The photoluminescence spectra of ZnS:Mn nanopowders synthesized by hydrothermal method

Bui Hong Van, Pham Van Ben, Hoang Nam Nhat, Nguyen Ngoc Long

Ha Noi University of Science, Viet Nam National University, Ha Noi
P1-46. studying a number of factors affect to electrochromic coloration process of oxide tungsten thin film in electrolyte solution
Le Van Ngoc, Pham Thi Xuan Hanh, Huynh Thanh Dat, Tran Tuan, Duong Ai Phuong.
University of Science, VNU-HCM.
P1-47. 
Experimental determination of PL quantum yield of cdse quantum dots
Nguyen Thanh Binh, Vu Thi Bich, Phung Viet Tiep, Dao Duy Thang, Nguyen Dinh Hoang
IOP, VAST
P1-48.
Growing Zno nanowires by solution method and characterization of their morphology and structure.
Tran Quang Trung and La Phan Phuong Ha
University of Science, VNU-HCM.
HALL B
SESSION B:   PHOTONICS AND LASER
September 11, 2008  (Thusday)
Chairperson: Prof. Ho Quang Quy (ASTM),

 Prof. Nguyen Van Hung (HUE, Hanoi)
(B-24)

08:30 - 08:45
Second Harmonic Generation of Dual Beams by Zeroth–Order Bessel Profile Beam in a Uniaxial Crystal

Lam Thanh Nguyen, Vinh Trung Phan, Anh Quynh Le

University of Natural Science, VNU-HCM

(B-25)

08:45 - 09:00
Simulating electromagnetic field distribution in photonic crystal fibers by SMT method



Duong Quang Long, Le Thi Quynh Anh, Dinh Son Thach 

Faculty of Physics & Engineering Physics, VNU-HCM

(B-26)

09:00 - 09:15
Study of applying Shack – Hartmann method to wavefront shape and aberration measurement
Le Duy Tuan, Duong Chi Dung, Le Hoang Hai

LeQuiDon Technical University

(B-27)
09: 15 - 09: 30 
A procedure for system analysis of refractive lenses in infrared imaging

Tuan Ta Van, Minh Nguyen Quang

NACENTECH, MOST

(B-28)

09:30 – 09: 45
Current State of Microbolometer Detectors in the Infrared Imaging Technology
Nguyen Quang Minh, Nguyen Van Thanh, Nguyen Ba Thi

NACENTECH, MOST


(B-29)

09:45 - 10: 00
Laser scanning confolcal microscope in clinical diagnosis
Do Quang Hoa, Dang Van Duong, Nguyen Trong Nghia, Vu Thi Thuy Duong, Vu Duong, Nghiem Thi Ha Lien and Tran Hong Nhung

IOP, VAST

 (B-30)

10:00 – 10: 15
Spacial Distributuion of the Laser Intensity and the Force acting on Dielectric Nano-Particle in the 2D-Optical Trap using Counter-propagating Pulsed Laser Beams
Ho Quang Quy, Bui Sy Khiem, Nguyen Thi Ha Trang, Chu Van Lanh
Faculty of Physics, Vinh University
10:15 - 10: 30 

Coffee Break                                
10:30 -13:30

POSTER II  

                                   (Hall B)
Chairperson: Prof. Trinh Dinh Chien (VNU HN); Prof. Vu Doan Mien (IMS,VAST); Dr. Doan Hoai Son (Vinh Uni.,), Dr. Do Quang Hoa (IOP,VAST) ;Dr. Bui T. Thanh Lan (UMG, Hanoi); Dr. Le T Quynh Anh (VNU HCM); Dr. Le Hoang Hai (Le Quy Don Uni., Hanoi)  

Chairperson: Dr. Ta Van Tuan (Nacentech); Dr. Vu Ngoc Sau (Vinh Uni.,)
(C-12)
10:30 - 10: 45 
Two-step Polarization Labelling Spectroscopy for Investigation of Diatomic Alkali-metal Diatomic Molecules

Doan Hoai Son, Dinh Xuan Khoa, Nguyen Huy Bang et..
                                       Faculty of Physics, Vinh University

(C-13)

10:45 - 11: 00

A compact picosecond diode laser: design and characterization


Dinh Van Trung, Dao Duy Thang, Nguyen Dinh Hoang, Phung Viet Tiep


IOP, VAST

 (C-14)

11:00 - 11: 15

The structure of photon





Vu Huy Toan
 Company Conico-M1, HN, VN.
(C-15)

11: 15 - 11: 30
Thermal effects in diode-laser side-pumped Nd:YAG laser rod 

Giang Mạnh Khoi, Do Xuan Tien, Trịnh Dinh Chien
Nacentech, MOST.

(C-16)

11:30 - 11: 45
MONTE CARLO SIMULATIONS AND DOUBLE INTEGRATING SPHERES TECHNIQUE FOR OPTICAL PARAMETER MEASUREMENT 

                                       Nguyen Tuan Anh, Dang Xuan Cu, Nguyen Xuan Thai, Nguyen Tien Dung 

Nacentech, MOST

(C-17)

11: 45 - 12: 00
Estimate the ability of Lidar application in the coal mining aerosol studies


Bui Thi Thanh Lan, Sinclair H. Mantell

Uni. Mine and Geology, HN, VN

(C-18)

12:00 - 12: 15
Thermoluminescence spectroscopy of the ceramic glaze

Nguyen Quang Mien and Bui Van Loat
Vietnam Institute of Archaeology
(C-19)

12: 15 - 12: 30

Rare earth ions doped in Sol-gel hybrid Silica/PMMA

  Pham Thi Minh Chau a, Tran Kim Anhb
                   a Institute of Geography, b. Institute of Material Sciences, VAST 

12:30 - 13: 30
Lunch Buffet

13:30 – 17:00        Scientific reports at Conference Hall, Vietnam-Germany Center
17:00-17:30

CLOSING CONFERENCE  
18:00                  CONFERENCE PARTY  (QUAN GIO Restaurant)

POSTER II
P2-01
Solid-state Raman laser for an application in troposphere ozone sounding
V.A. Lisinetskii, P.V. Shpak, S. Schrader, A.P. Chaikovskii, and V.A. Orlovich

B.I.Stepanov Institute, Belarus
P2-02
Stimulated Raman Scattering and Amplification of 1 ps, 1 kHz Pulses in Recirculated Compressed Hydrogen and Methane
A. I. Vodchits, W. Werncke, V. A. Orlovich, P. A. Apanasevich 
B.I.Stepanov Institute, Belarus
P2-03
Nonlinear Refraction and Absorption in Promising Crystals 
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